
NORMAN – 1550 Double Drive, Norman, OK  73069  (405) 366-9500

SEATTLE – 5427 Ohio Ave. So., Seattle, WA  98134  (206) 762-7622

3” Minus

Limestone Specifications

CaCO3 94.00%

Minimum Amount

SiO2 1.5%

Al2O3 0.5%

Fe2O3 0.5%

MgO 1.5%

Total Alkalis 0.2%

Typical Analysis


